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	Use on projects when specifying a prime coat


Section 411. - ASPHALT PRIME COAT

Description

411.01  Delete the second paragraph and substitute the following:
Prime coat asphalt grade is designated as shown in AASHTO M 140 or AASHTO M 208 for emulsified asphalt; AASHTO M 81 or AASHTO M 82 for cut-back asphalt; or Subsection 702.03(e) for other emulsified asphalts

Measurement

411.08  Delete the first paragraph and substitute the following:
Measure prime coat asphalt by the metric ton or by the liter.  When asphalt emulsion is used, water for dilution will not be measured for payment.

The quantity of emulsion indicated in the bid schedule is an undiluted quantity.

Indicate a breakdown of total emulsion and water added on the load invoices supplied to the CO for payment.

